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Abstract. To understand the influence of topographical variations in
collagen fibril orientation of articular cartilage on optical phase im-
ages of polarization-sensitive optical coherence tomography �PS-
OCT�, we use polarized light microscopy �PLM� to quantify the orien-
tation and phase retardation of the collagen architecture in cartilage at
the same locations imaged by PS-OCT. The PS-OCT experiments
demonstrate that articular cartilage has normal variations in polariza-
tion sensitivity at different locations over an intact bovine tibial pla-
teau. Articular cartilage is not polarization sensitive along the vertical
axis on the medial edge and central areas of the joint surface, but
becomes polarization sensitive on the lateral edge of the tibia. This
difference in optical phase retardation, as demonstrated by PS-OCT, is
verified by PLM to be caused by differences in collagen fibril orienta-
tion at different locations of the tibial plateau. This study demonstrates
that normal topographical variations in the collagen architecture of
articular cartilage within a joint have a profound influence on the
optical phase retardation detected by PS-OCT imaging, and therefore
must be understood and mapped for specific joints before PS-OCT
imaging can be used for the evaluation of the health status of indi-
vidual joint surfaces. © 2008 Society of Photo-Optical Instrumentation Engineers.
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Introduction

steoarthritis �OA� affects millions of people and is one of
he most frequent causes of physical disability of adults, mak-
ng it a subject of extreme interest.1 The extracellular matrix
f articular cartilage consists mainly of collagen fibrils and
roteoglycans bathed in water. The architectural organization
f the collagen fibrils has distinct differences in orientation at
ifferent tissue depths, which are commonly referred to as

ddress all correspondence to Tuqiang Xie, E-mail: txie@uci.edu; Zhongping
hen, E-mail: z2chen@uci.edu; George M. Peavy, E-mail: gpeavy@uci.edu,
niversity of California, Irvine, College of Medicine, Beckman Laser Institute
nd Medical Clinic, Irvine, CA 92612.
ournal of Biomedical Optics 054034-
histological zones �superficial or tangential, middle or transi-
tional, and deep or radial�. The differences in the fibril orien-
tation across the thickness of the tissue are the cause of the
birefrigent phenomenon in cartilage, and have been verified
quantitatively by polarized light microscopy experiments.2–4

Loss of proteoglycans and the breakdown of the collagen
network in articular cartilage are typical of the degenerative
processes that lead to OA. Consequently, the change in tissue
birefringence due to disorganization of the collagen fibrils has
been considered evidence of early OA.2 In recent years, a
minimally invasive imaging technique, optical coherence to-
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ography �OCT�, that uses interference patterns of backscat-
ered light to image tissue5,6 has been used to image articular
artilage to depths of 1 to 2 mm with resolutions on the order
f 10 to 15 �m. OCT has been used to measure articular car-
ilage thickness in the rabbit,7 assess articular cartilage repair
ollowing chondrocyte implantation,8 and to characterize and
ifferentiate cartilage from normal and degenerative joint
urfaces.9–16 These studies have shown the ability of OCT to
emonstrate structural alterations of the articular cartilage ma-
rix, including early ulcerations and delaminations of the su-
erficial zone, detection and characterization of clefts, and
lternations at the cartilage-bone interface.

Polarization-sensitive optical coherence tomography �PS-
CT� is a form of OCT imaging that can reveal important

nformation about tissue birefringence by detecting polariza-
ion changes in light reflected back from tissue.17–19 Several
S-OCT system configurations have been described and
eviewed.19–21 A fiber-based PS-OCT configuration that uses
everal different polarization states of incident light to obtain
series of depth-resolved Stokes parameter images that can

e integrated to generate a quantitative depth-resolved optical
hase retardation image that is characteristic of the birefrin-
ence of the tissue along the axis of the imaging beam was
sed in this study and other studies of articular cartilage re-
orted by us.16,22 Tissue that demonstrates optical phase retar-
ation in PS-OCT images is described as polarization sensi-
ive. PS-OCT has been used to study the microstructure and
irefringence properties of a variety of biological tissues,23–31

ncluding articular cartilage and intervertebral disk16,22,32,33

nd has been demonstrated to be a potentially valuable diag-
ostic tool for the assessment of collagen matrix changes in
oint disease. In particular, a variation of this imaging tech-
ique that uses polarized light through a single channel OCT
maging device without quantification of optical phase retar-
ation has been used to differentiate osteoarthritic cartilage
rom normal cartilage by detecting changes in phase retarda-
ion �banding� patterns in OCT images that are attributed to
lterations in tissue birefringence.9,10,14

Some recent studies that have used a quantitative PS-OCT
ystem to image articular cartilage seem to be in conflict with
he studies that have reported phase retardation �banding� pat-
erns in OCT images of specimens classified as being normal
nd the absence of phase retardation �banding� patterns in
pecimens classified as manifesting degeneration. In our labo-
atory we have demonstrated that otherwise normal articular
artilage shows little or no phase retardation along the vertical
xis,16 and that both matrix compression and fibrocartilage
eplacement can demonstrate increased optical phase
etardation.16 Additionally, PS-OCT has demonstrated that the
ptical phase retardation of normal articular cartilage along
he vertical axis is much different than the phase retardation
etermined with the imaging beam directed along the horizon-
al axis, and that PS-OCT cannot be used to differentiate os-
eoarthritic cartilage from healthy cartilage without careful
onsideration of the complex relationship of the orientation of
he incident angle of the imaging beam to the sample.19,33

It is known that the optical phase retardation as determined
y PS-OCT is influenced by the orientation of the axis of the
maging beam to the optical axis of the tissue,18 as well as by
he organization and integrity of the collagen matrix.23,28,31 It
s also known that the orientation of the collagen fibrils in
ournal of Biomedical Optics 054034-
articular cartilage may vary topographically over a joint sur-
face, especially near the edge of a joint and in immature
joints.3,34 Other variations within a joint may include the
thickness of the histological zones as well as the total thick-
ness of the tissue, the content of major molecular components,
the organization of the collagen fibrils, the mechanical prop-
erties of the tissue, and asymmetry in several physical and
optical properties between the lateral half and the medial half
of the joint.3,34 We hypothesize that the optical phase retarda-
tion patterns in PS-OCT images of articular cartilage also will
vary at different locations within a normal joint where the
organization of collagen fibrils present at different angles of
orientation to the imaging beam. This would present difficul-
ties to the assessment of cartilage health if not clearly under-
stood.

To test our hypothesis, we incorporated polarized light mi-
croscopy �PLM� in the design of our PS-OCT studies. PS-
OCT imaging was carried out at multiple locations on fresh
intact bovine tibias. The tissue from these sites was then har-
vested, sectioned in vertical planes, and analyzed by PLM to
quantify the orientation of collagen fibrils. The depth-resolved
optical phase retardation at each site as quantitatively deter-
mined from changes in Stokes vectors by PS-OCT imaging
was compared to the images of the collagen matrix orientation
and organization obtained by PLM to determine the influence
of normal topographical variations of the fibril orientation on
the optical phase retardation patterns of PS-OCT images.

2 Materials and Methods
2.1 Polarization-Sensitive Optical Coherence

Tomography
The single-mode fiber-based PS-OCT system used in this
study has been described and diagramed previously.16,22 It
uses unpolarized low coherence light from a superluminescent
diode �SLD� source �AFC, Toronto, Canada� with an output
power of 10 mW, and a central wavelength of 1310 nm with
a full-width-half-maximum �FWHM� spectral bandwidth of
80 nm. The source light is coupled into a 2�2 fiber optic
nonpolarizing coupler that splits the light into reference and
sample arms. The axial resolution ��z� is 10 �m for this
system, as determined by the coherence length �lc� of the light

source ��z= lc /2= �2 ln 2 /�� · ��̄2 /����. The lateral reso-
lution of the system is approximately 12 �m, as defined by
the diameter of the scanning light beam.

In the reference arm, a four-step driving function is applied
to the polarization modulator �Newport Company, Irvine,
California�, and each step introduces a � /4 phase shift in the
reference beam. Backscattered light from the sample is com-
bined with the light of each of the four corresponding polar-
ization states reflected from the reference arm. In the detector
arm, the interfered beams are split into their horizontal and
vertical components by a polarization beamsplitter and de-
tected by two photodetectors �Laser Components, Incorpo-
rated, Santa Rosa, California�, then high-pass filtered, ampli-
fied, digitalized, and further processed by a computer. The
phase retardation is calculated from the Stokes vectors for the
two polarization states obtained from the complex signals of
the two orthogonal channels by comparing the Stokes vectors
at the surface to those from deeper axial positions.16,22 A
September/October 2008 � Vol. 13�5�2
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ingle PS-OCT scan is obtained and the Stokes vector images
isplayed in 2 sec, and an optical phase retardation image is
isplayed within another 12 sec.

.2 Quantitative Polarizatized Light Microscopy
he quantitative PLM system has a thermoelectrically cooled
2-bit charge-coupled device �CCD� camera �Photometrics,
ucson, Arizona� mounted on a Leica DM RXP polarized

ight microscope �Leica Microsystems, Wetzlar, Germany�.
onochromatic light with a wavelength ��� of 546 nm

��1/2=10 nm� is used for the illumination of the specimens.
he output of the CCD camera is digitized and sent to a
ersonal computer for analysis. Image acquisition and analy-
is are performed using commercial software �IPlab,
canalytics, Fairfax, Virginia�.

Our PLM protocol uses circular polarized light and a liquid
rystal compensator, which allows the calculation of images
epresenting the optical retardance and the angular orientation
f the fibers in the tissue on a pixel-by-pixel basis. At 2.5�
agnification, the pixel resolution in our PLM measurements

s 5.44�5.44 �m. Compared to PS-OCT that is used in a
eflection mode on intact tissues, PLM is performed in a
ransmission mode to study histological sections of tissue with

thickness of 6 to 10 �m. When the axis of the PS-OCT
maging beam is normal �90 deg� to the tissue surface, the
-scans of the PS-OCT image produce a depth profile of the

issue that can be correlated with the depth profiles of the
LM images using a vertically cut thin section in the trans-
itted mode.3

.3 Specimen Collection and Imaging
resh bovine articular cartilage specimens were collected
rom the rear legs of adult �5 to 7 year old� Holstein dairy
ows slaughtered within the prior 36 h. Femoral-tibial joints
ere isolated and dissected to expose the tibial plateau. Each
repared joint was wrapped in 0.9% saline-soaked gauze
ponges until it was imaged under the PS-OCT system on the
ame day. The whole proximal tibia was positioned on a mi-
rostage, and marked areas of the tibial plateau were scanned
ith the focus beam guided by a superimposed aiming beam
irected from the sample arm of the system. The microstage
an be adjusted in three dimensions, and the angle of the stage
as adjusted so that the axis of the scanning beam scanned by

he normal �90 deg� to the surface of the marked area.
After PS-OCT imaging, full thickness cartilage samples

hat included subchondral bone were obtained from the
arked areas of the articular surface, which included sub-

hondral bone of the proximal tibia by cutting with a saw on
ither side of the image path and extracting with an osteotome
nd mallet, or were obtained by use of a 1.0-mm-diam round
etal punch and mallet. Following collection, a few tissue

pecimens were again imaged by PS-OCT with the imaging
eam directed horizontally �0 deg to the articular surface� and
canned along a vertical line from the articular surface to the
ubchondal bone. All harvested specimens were fixed in 10%
uffered formalin.

Following tissue fixation, each specimen was decalcified
y the formic acid-sodium citrate method33 with the solution
hanged daily for a period of 7 to 10 days until decalcifica-
ion was complete, as evidenced by radiographs of each speci-
ournal of Biomedical Optics 054034-
men. The samples were then embedded in paraffin, cut in
vertical planes in 6-�m-thick serial sections, and mounted on
glass slides, as shown in Fig. 1. Some vertical sections were
stained by hematoxylin �Sigma-Aldrich, Saint Louis, Mis-
souri� and eosin-y �EM Sciences, Port Washington, Pensylva-
nia� �H and E�; a few vertical sections were stained by
safranin-O and counter-stained with Fast Green FCF �Sigma-
Aldrich, Saint Louis, Missouri� �SOFG�; and the remaining
unstained, mounted sections of each specimen were saved for
evaluation by PLM. The stained sections were used to evalu-
ate the specimen for evidence of matrix degeneration and pro-
teoglycan content, and only specimens judged as being nor-
mal were used in the study.

The unstained vertical sections of the selected specimens
were used for evaluation of matrix orientation and tissue bi-
refringence by PLM. Each PLM imaging experiment pro-
duced two 2-D images: one was a retardation map and the
other an angle map. The retardation image illustrates the fibril
organization within each pixel based on birefringence �0
means the fibers are random and a higher number means a
higher order of organization�. The angle image represents the
pixel-averaged orientation of the collagen fibers in the tissue.
We normally use the false color �blue to red� to represent the
90-deg angle variation. The results are presented both as 2-D
images and 1-D cross sectional profiles through the depth of
the cartilage tissue. To enhance the signal-to-noise ratio of the
1-D profiles, 20 parallel neighboring columns of data from a
rectangular region of interest in the 2-D images are averaged
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Fig. 1 Experimental design for the comparison of PS-OCT images to
PLM evaluation of tissue sections. The PS-OCT experiments were car-
ried out on the intact joint at the selected locations with the beam
directed 90 deg to the articular surface and scanned along a 6-mm
line. Following harvest from the joint, the tissue at the PS-OCT imag-
ing location was processed, serially sectioned in vertical planes cut
parallel to the line of scan, and mounted. Sections were either stained
with H and E, SFOG, or left unstained. Stained sections were evalu-
ated for evidence of degenerative changes, and unstained sections
were used for the PLM studies.
September/October 2008 � Vol. 13�5�3
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o obtain the 1-D cross sectional profiles. A 1-D profile PLM
ataset was acquired on the right side, and the left side of a
issue section selected for each specimen and measurements
as made from surface to base at each site.

Results
n this study a total of 59 locations on nine tibias were imaged
y OCT and PS-OCT. Of these specimens, 30 were judged by
istological evaluation as not demonstrating degenerative
hanges, of which 14 had not shown optical phase retardation
nd 16 had shown the banding pattern typical of optical phase
etardation in PS-OCT images. Based on section quality and
atching of specimen surface contour of tissue sections to
CT image surface contour to insure comparison of images of

he same location, sections from three specimens demonstrat-
ng no PS-OCT banding and six specimens demonstrating PS-
CT banding were selected for PLM study. Unstained vertical

ections of selected specimens were imaged by PLM to evalu-
te the orientation and organization of the collagen matrix. In
otal, we acquired 88 PLM images from vertical sections of
ine specimens.

.1 Topographical Optical Coherence Tomography
and Polarization-Sensitive Optical Coherence
Tomograpy Images

igure 2 shows the OCT images obtained from different sites,
s indicated on one proximal tibial joint surface. Figure 3
hows the PS-OCT phase retardation images of the same sites
hown in Fig. 2. The PS-OCT system uses a two-channel
olarization detector and a cosine function algorithm to cal-
ulate the phase change of the incident light at specific depths
rom the tissue surface. The algorithm determines the accu-
ulated phase change within 180-deg intervals, so each in-
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Fig. 2 OCT images obtained at 18 d
ournal of Biomedical Optics 054034-
terval of 180 deg phase change is observed as a band in the
accumulated phase retardation image. Multiple bands appear-
ing within a specific region in a depth-resolved phase retarda-
tion image is an indication of strong phase retardation by the
tissue of that region. Variations in the number and widths of
banding observed in phase retardation images reveal differ-
ences in the polarization sensitivity within or between tissue
specimens.

Clearly, the optical phase retardation images display strong
banding patterns on the lateral side of the joint �specimens 2,
4, and 6 through 10�. In contrast, the tissues on the central
load-bearing area and the medial aspect of the joint demon-
strate little banding in the optical phase retardation images
�specimens 3, 5, and 11 through 18�.

Artifacts seen as vertical white streaks are observed in the
phase retardation images of Fig. 3. These artifacts result from
either weak signal or saturation of the detector by reflection
from the specimen surface. The depth-resolved cumulative
phase retardation of a specimen is calculated using the phase
determined at the surface as the reference against which the
phase change at any depth directly below that surface point is
calculated. When the signal from the surface is either weak or
saturated, the phase calculation for the surface gives a bias
value for the reference, resulting in an artifact in the phase
retardation image in the region directly below that surface
point.

3.2 Specimens Not Polarization-Sensitive Optical
Coherence Tomography Polarization Sensitive

Figure 4 shows the images of a specimen from the central
area of the lateral tibial condyle and is typical of each of the
specimens that did not demonstrate polarization sensitivity.
The H and E and SOFG stained histological sections of the
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pecimen confirm that the tissue demonstrates no evidence of
egenerative change �Figs. 4�d� and 4�e��. The PS-OCT phase
etardation image �Fig. 4�c�� shows no banding, and the accu-
ulated optical phase retardation plot determined from PS-
CT data �Fig. 4�f�� reveals only mild phase retardation of

ight reflected back from within the specimen �60-deg phase
hange in 1000 �m depth�.

The tissue sections of this specimen were analyzed by
LM and the results are presented in Fig. 5 as the 2-D images
f phase retardation �Fig. 5�a�� and fibril angle �Fig. 5�b��.
long the horizontal axis, the 2-D retardation image �Fig.
�a�� shows low birefringence within the first 200 �m of tis-
ue and a strong birefringence through the entire deep zone.
n the 2-D angle image �Fig. 5�b�� and 1-D angle profile �Fig.
�c��, the false colors of blue for the surface region and red
or the deep tissue represent a 90-deg angle difference be-
ween the collagen fibril orientations at the superficial zone
nd the deep zone, suggesting that this tissue has the classical
hree-zone fibril orientation across its depth. These results
gree well with the histology and OCT/PS-OCT results
n Fig. 4.

.3 Polarization-Sensitive Optical Coherence
Tomography Polarization-Sensitive
Specimens

he results of a specimen from the lateral region of the tibial
lateau are shown in Fig. 6, and are typical of all of the
pecimens that demonstrated polarization sensitivity in PS-
CT images. The histology images show that the specimen
as no evidence of degenerative change. The PS-OCT phase
etardation image of the specimen �Fig. 7�, however, contains
anding, demonstrating that this cartilage specimen is polar-
zation sensitive along the vertical axis. The optical phase
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ig. 3 PS-OCT optical phase retardation images at the same sites on
hase retardation images are artifacts that result from either weak signa
ournal of Biomedical Optics 054034-
retardation is stronger in the region on the right side �Figs.
7�a� and 7�c�� than in the region on the left side of this speci-
men �Figs. 7�a� and 7�b��.

In comparison to the 60 deg of phase shift within a
1000-�m tissue depth in the normal articular cartilage pic-
tured in Fig. 4�f�, the specimen depicted in Figs. 6 and 7 has
at least 120-deg phase shift on the left �Fig. 7�b�� and
190-deg phase shift on the right �Fig. 7�c�� within the same
1000-�m depth from the surface. As the phase rotation ap-
proaches 0 or 180 deg, the signal from one detector of the
two-channel detector system decreases to zero, and this can be
masked by electronic noise in the detector. When this occurs,
the 2-D accumulated phase retardation depth profile never
fully reaches 0 or 180 deg, as noted in Figs. 7�b� and 7�c�.

The PLM 2-D angle images and 1-D cross sectional angle
profiles of the left and right sides of the specimen in Fig. 6 are
shown in Fig. 8, and demonstrate that this specimen is com-
posed of three layers of collagen fibrils orientated in alternat-
ing directions relative to the surface. The collagen fibril ori-
entation changes from parallel to, then perpendicular to, then
parallel to the surface, as shown in Figs. 8�b�, 8�d�, and 8�e�.
The total depth represented by horizontally directed bands of
fibrils approximates 600 �m on the right and 400 �m on the
left, corresponding to the greater degree of optical phase re-
tardation observed on the right side of the specimen as com-
pared to the left. The PLM retardation image in Figs. 8�a� and
8�c� demonstrates that the birefringence of this tissue section
along the horizontal axis is very small, which means that the
slow component of the optical axis of the tissue is close to or
on the light incident direction of the trans-illumination, and is
thereby perpendicular to the vertical axis of the PS-OCT im-
aging beam.
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PS-OCT phase retardation images made with the imaging
eam directed horizontally �0 deg to the surface� and scanned
long the lateral cut surface of the specimen in a 6-mm ver-
ical line from the articular surface toward the base of the
pecimen were compared to the PLM images of the same
pecimen. Figure 9 shows the horizontally directed PS-OCT
hase retardation images of the specimen shown in Figs. 4
nd 5, and the specimens of Figs. 6–8. Comparison of Fig.
�a� to Fig. 5�a� shows strong optical phase retardation �mul-
iple bands� along the horizontal axis, which is consistent with
he PLM image of strong phase retardation. A similar com-
arison of Fig. 9�b� to Figs. 8�a� and 8�c� reveals little to no
hase retardation along the horizontal axis of this specimen,
hich is a consistent observation in both the horizontal PS-
CT and the PLM images. A comparison of the optical phase

etardation patterns demonstrated by both PS-OCT and PLM,
ith the imaging beam of each directed along the same axis in

he same specimens, demonstrates a similar assessment of tis-
ue birefringence for each specimen.

Discussion
ighly organized collagen fibers in a tissue matrix impart
irefringence to the tissue that is isotropic to light traveling
arallel to the fiber orientation and anisotropic to light di-

1 mm
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Z

X

1 mm

1 mm

1 mm1 mm1 mm

1 mm1 mm1 mm

Z
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ig. 4 Images of a specimen of normal articular cartilage demonstrati
b� the individual Stokes parameter images obtained by PS-OCT, �c� th
d� H and E stained tissue section, �e� SOFG stained tissue section, an
hase retardation versus tissue depth� determined from PS-OCT data.
ournal of Biomedical Optics 054034-
rected 90 deg across the fibers. While the birefringence of a
tissue specimen is constant, the degree of phase retardation
that it conveys to a beam of polarized light can be variable,
and depends on the angle of incidence of the beam in relation
to the orientation to the collagen fibers and thus to the optical
axis of the tissue. The variable influence on phase retardation
as detected by PS-OCT that results from varying the angle of
incidence of the imaging beam to the orientation of the fibrils
of the collagen matrix of articlar cartilage has been demon-
strated by us.22 Similarly, where the imaging beam remains
constant in its orientation to a tissue �such as perpendicular to
an articular surface� but there is normal variation in the ori-
entation of the fibrils within the collagen matrix in different
regions of that tissue, different degrees of optical phase retar-
dation should be observed for what is otherwise normal tissue.
If the detection of phase retardation by PS-OCT is to be used
as a tool to assess health or disease of a tissue, understanding
the presence, location, and influence of normal variations in
the orientation of the tissue’s optical axis is critical to being
able to evaluate the use of PS-OCT as a diagnostic tool.

In this study it was found that the polarization sensitivity
of articular cartilage, as demonstrated by PS-OCT imaging,
revealed different degrees of optical phase retardation in dif-
ferent locations of the same joint �Figs. 1 and 2�, and that
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these differences were consistent for similar locations in each
of the joint surfaces imaged. The articular cartilage was found
to be polarization sensitive �optical phase retardation present�
on the lateral margin of the lateral tibial condyle. The central
portions of both tibial condyles and along the outside margin
of the medial condyle were not polarization sensitive �mini-
mal to no optical phase retardation present�.

Because these variations in apparent tissue birefringence
could be related to either differences in the health status of the
cartilage or variations in normal matrix orientation at different
locations within a joint, specimens of tissue were harvested
from the image sites and evaluated by both standard histology
methods and PLM. It was found that tissue specimens dem-
onstrating no evidence of degenerative change were present in
both the regions that were and were not polarization sensitive.
Similarly, both the presence and absence of polarization sen-
sitivity was observed in PS-OCT images of specimens judged
by histology to be normal, as well as in specimens manifest-
ing early degenerative changes of the matrix. Clearly, the dif-
ferences in polarization sensitivity demonstrated by PS-OCT
imaging in these specimens are location specific and consis-
tent between each of the tibias examined.

Articular cartilage is an anisotropic material that exhibits
different properties, depending on the directional axis in
which it is observed. To visualize such depth-dependent an-
isotropy in cartilage, imaging at high resolution is a necessity.
It has been shown that PLM is a powerful tool for the quan-
titative evaluation of the collagen ultrastructure of tissue
sections,3,4 while PS-OCT is capable of quantifying the accu-
mulated optical phase retardation through a much greater
depth of intact tissue.19 Although several technical factors pre-
vent a quantitative comparison of the data measured by both
techniques, as demonstrated by Figs. 5, 8, and 9, PLM and
PS-OCT provide a similar assessment of tissue birefringence
when applied along the same optical axis.

In this work, both PLM and PS-OCT have been used to
describe the collagen ultrastructure and optical properties of
articular cartilage. Although we can quantify optical phase
retardation profiles from both PLM and PS-OCT, as generally
applied, these technologies describe birefringent properties
along two independent and different axes. PLM was used in
this study to establish the orientation of the collagen fibrils of
the cartilage matrix of each specimen examined. The matrix
orientation in relation to the incident PS-OCT imaging beam
was determined, and this was compared to the optical phase
retardation of back-scattered light, as had been measured from
the intact specimen by PS-OCT.

It was found that in articular cartilage where no histologi-
cal evidence of matrix degeneration could be observed, the
optical phase retardation detected by PS-OCT increased only
mildly with depth along the vertical axis where the collagen
fibrils are mostly 90 deg to the articular surface, and thus
parallel to the incident PS-OCT imaging beam �Figs. 4 and 5�.
It was also found that the optical phase retardation detected by
PS-OCT was greatly increased where there were variations in
the organization and orientation of the normal collagen matrix
that presented collagen fibrils tangent to the axis of the imag-
ing beam �Figs. 6–8�.

These observations support our hypothesis that polariza-
tion sensitivity of articular cartilage as evidenced by optical
phase retardation �banding� patterns of PS-OCT imaging var-
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ig. 5 �a� PLM retardation image, �b� angle image, and �c� 1-D cross
ectional angle profile of the cartilage specimen shown in Fig. 4. The
LM images ��a� and �b�� are rotated 90 deg counterclockwise to fa-
ilitate comparison with the plotted angle profile �c�, and have the
rticular surface located on the left �0 �m� and the subchondral bone
n the right �1300 �m�. �b� The blue region at the articular surface
emonstrates the region where the collagen fibril orientation is
ligned parallel to the articular surface, and corresponds to the region
ithin 75 �m of the surface �c� as plotted on the angle profile. �b� The

ed area in the angle image and �c� the plotted angle profile demon-
trate that most of the collagen fibrils in this specimen are aligned
erpendicular to the articular surface. �Color online only.�
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es within a normal joint where the collagen fibrils are pre-
ented at different orientations to the PS-OCT imaging beam.
s demonstrated by this study using articular cartilage of the

ibial plateau, and as previously reported for other joints,3,34

he collagen matrix in some regions of the periphery of a joint
ay demonstrate normal variations in matrix organization and

rientation from the classical model of articular cartilage. This
tudy further demonstrates that PS-OCT imaging is sensitive
nd can demonstrate differences in the optical phase retarda-
ion properties of articular cartilage associated with these nor-

al variations in the collagen fibril orientation and organiza-
ion. This is consistent with our previous studies that
emonstrated differences in optical phase retardation patterns
n PS-OCT images when the incident angle of the imaging
eam was directed at different angles to the surface of speci-
ens of normal articular cartilage, and thus at different angles

o the collagen fibril orientation.22

It is of interest that there appears to be little to no influence
f the superficial zone on the phase retardation measured by
S-OCT. While there is evidence that the superficial zone can
anifest birefringence observed in PLM as phase retardation

n the horizontal axis,2–4 we are not aware of any demonstra-
ion of, or comparison to, phase retardation of the superficial
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ig. 7 Images of the specimen of articular cartilage demonstrating po
etardation image and �b� 1-D accumulated optical phase retardation
pecimen are presented. The specimen demonstrates much more o
resented in Fig. 4, and this is greater on the right side than on the le
ournal of Biomedical Optics 054034-
zone when measured along the vertical axis. While intuitively
it might be reasonable to presume that phase retardation of the
superficial zone would be similar along both the horizontal
and vertical axes, it should be remembered that the collagen
fibrils of the superficial zone lay in stacked lamellar planes as
viewed along the horizontal axis, but when viewed along the
vertical axis, the fibrils of individual and successively stacked
lamella lay over each other and at angles of up to 45 deg to
each other.35,36 This suggests that the optical properties of the
superficial zone may not be the same along both axes.

As none of the studies conducted by us have used articular
cartilage specimens from young animal subjects, we cannot
say whether or not bovine articular cartilage at an early stage
of life does or does not manifest stronger birefringence in the
superficial zone that might be detected by PS-OCT imaging
and lost prior to the onset of classically described histological
evidence of degenerative joint disease, as suggested by
others.7,8 If such birefringence properties were present in the
superficial zone of young animals, and were manifest along
the vertical axis, its influence on phase retardation in PS-OCT
imaging should only occur within the first 50 to 150-�m dis-
tance from the surface.
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We do know from our previous studies that articular carti-
age pathology resulting in reorientation of the cartilage ma-
rix by compression or replacement by fibrocartilage can re-
ult in increased optical phase retardation �banding�
emonstrated in PS-OCT images.16 Similarly, we have dem-
nstrated that the orientation of the incident imaging beam
elative to the normal matrix may influence the presence or
egree of phase retardation �banding� detected in PS-OCT
mages.22 In this study we have demonstrated that normal
ariations in the orientation and organization of the collagen
brils in the matrix of normal articular cartilage will also

nfluence the manifestation of optical phase retardation �band-
ng� observed in PS-OCT images and determined from Stokes
ector changes.

Conclusion
his study clearly demonstrates that normal variations in the
rientation of the collagen matrix within a joint will manifest
s different degrees of polarization sensitivity when imaged
y PS-OCT. The presence or absence of optical phase retar-
ation �banding� in PS-OCT images of articular cartilage can-
ot be relied on solely to determine the health or degenerative
tatus of articular cartilage, as might be suggested by some
ork reported in the literature.9,10,14 Furthermore, this study
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ig. 8 The 2-D PLM retardation images �a� and �c� and angle images �
artilage specimen shown in Fig. 7. The alternating blue and red regio
un parallel to the articular surface �blue� or perpendicular to the sur
pecimen on the right and left aspects of the specimen is plotted �e�. T
he presence of alternating bands of horizontally orientated collagen
rientated fibrils corresponds to the presence and differences in magn
etardation image presented in Fig. 7. �Color online only.�
ournal of Biomedical Optics 054034-
indicates the importance of PS-OCT mapping of the normal
articular cartilage optical phase retardation profile of specific
joints prior to attempting to use PS-OCT as a diagnostic tool
for assessing joint disease.
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